
CYLINDRICAL MEASURE FOR AIR CONTENT OF CEMENT
MORTAR

The cylinder measure will be made of stainless steel having an inside diameter of 75 ± 1.5 mm and a depth ( approximately 90 mm ) 
adjusted by standardization with water to contain 400 ± 1 ml at 27 ± 2°C. The measure will have a uniform wall thickness. The 
thickness of the wall and bottom will be 3 mm. The total mass of the empty measure will be approx. 900 g. The top surface of the rim 
will be faced smooth. As per As per IS:11263, IS 4031 Part-12

Straight edge, spatula and tapping stick available at extra cost.
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