
ASTM D5385 - HYDROSTATIC PRESSURE RESISTANCE
OF WATER PROOFING MEMBRANE APPARATUS - WITH

ALL ACCESSORIES



Compliance Standards

ASTM D5385

Applications

To test the hydrostatic resistance of waterproofing membrane under controlled condition

Details

Consists of following parts and accessories

Note

User shall have large conditioning chamber to condition, prepare and test the specimens. For sheet systems, the 
temperature shall be maintained between 2-7 C, For Liquid applied systems the temperature shall be maintained between 
18-24 C.

Chamber as per figure 1 of ASTM D5385 standard•
Clamping bracket as per figure 2 of ASTM D5385 Standard•
The gasket and fastener to form the completed assembly as per figure 3 of ASTM D5385 Standard•
Air compressor to generate pressure upto 690 KPA (100 PSI) with an air pressure controller to regulate air 
in 15 psi interval

•

Digital Pressure gauge - 1 to 25 Bar•
Plastic Funnel - 100 mm•
Stop Watch•
Silicon vacuum grease•
Smooth surfaced Metal Plate•
Concrete substrate casting mould•


