
JIG FOR THE DETERMINATION OF RESISTANCE TO
SHEAR IN PLANE OF THE BOARD - ASTM D143, BIS 2380-9

Compliance Standards

ASTM D143, BIS 2380 (PART-9)

Applications

Used for the determination of resistance to shear in the plane of the board

Details

Note

End user shall have UTM machine capable of applying cross head travel speed of 0.6 mm/min
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